Brass Powder
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Brass powder was applied in produce brass lots, cut diamond, clutch and brake linings and produce gold
bronze pigments. Production method is water atomizing Khorasan Powder Metallurgy can product the
powder in accordance with customer requirements

Purit Apparent Particle Size
Type Mlljrl;l(c% Density | Distribution
(g/cm3) D50(pum)

BRA-150 90:10 3-3.6 95.94
BRA-350 90:10 3-3.6 143.5

Random Particle Size analysis report
Type D3 De D10 D16 D25 D50 D75 D84 D90 D97 D98
Cu-5-63 50.6 56.11 61.36 67.3975.26 9594 1222 136.6 150.4 1829 193.5
Cu-1-75 66.9 75.37 83.76 94.13 107.5 143.5 192.0 219.0 2454 307.3 3379
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